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Appearance Visual Inspection l'Free-, o Yes Pass
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Color Visual Inspection Transparent Pass
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3 um +1
Thickness GB/T17125-99 30+16 Pass
180° R ES58E 180° B AikIe % =Xl
4 N/25mm =5 12. 6
Peel Adhesion GB/T2792-98 Pass
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5 MPa =100 120
Tensile Strength GB/T7130 Pass
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Elongation GB/T7125 Pass
7 N/25mm =® =5 9.98
Initial Adhesion GB/T 31125-2014 Pass
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Holding Power GB/T 4851 Pass
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