SHREE AMBEY METAL INDUSTRIES LTD.

WORKS E-339A, PHASE IVA, FOCAL POIINT LUDHIANA-141010

INSPECTION CERTIFICATE DIN 50049 / EN 10204 - 3.1

Certificate No.: 1235
Customer:
Invoice No:
Invoice Date: 10.08.2019
Order number&date
Product description: PLAIN WASHER
Size: M16
Surface Finish: SELF
Quantity:
1. CHEMICAL ANALYSIS AS PER DIN -125 .
C% Mn% Si% P% $%
Standard Value (mIN) - - - -
MAX = - - 0.050 0.050
Test Value 0.10 0.51 0.18 0.028 0.021
2. DIMENSIONAL REPORT AS PER DIN -125.(mm)
Test Item dl d2 S
Standard Value MIN. 17.00 29.48 2.70
MAX. 17.27 30.00 3.30
Test Value MIN. 17.08 29.58 3.12
MAX. 17.21 29.88 3.25 |
3. SURFACE FINISH SELF.
Test Item Surface visual
Standard Value satisfactory
Test Value satisfactory - B

Chacked By: Amarjeet singh
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SHREE AMBEY METAL INDUSTRIES LTD.

WORKS E-339A, PHASE IVA, FOCAL POIINT LUDHIANA-141010

INSPECTION CERTIFICATE DIN 50049 / EN 10204 - 3.1

Certificate No.: 1235
Customer:
Invoice No:
Invoice Date: 10.08.2019
Order number&date .
Product description: PLAIN WASHER
Size: M12
Surface Finish: SELF
Quantity:
1. CHEMICAL ANALYSIS AS PER DIN 125.
C% Mn% Si% P% S%
Standard Value (mIN) - - -
MAX - - - 0.050 0.050
Test Value 0.14 0.51 0.21 0.029 0.032
3. DIMENSIONAL REPORT AS PER DIN 125.(mm)
Test Item di d2 S
Standard Value MIN. 13.00 23.48 2.30
MAX. 13.27 24.00 2.70
Test Value MIN. 1311 23.52 2.45
MAX. 13.25 23.75 2.65
4. SURFACE FINISH SELF..
Test Item Surface visual
Standard Value Satisfactory
Test Value Satisfactory
Checked By Amarjeet Singh
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