
100 100 6.35 12.19 24 5.545 RF20170226 0.13 1.40 0.29 0.022 0.022 496 365 26

125 125 6.35 12.19 44 12.842 RF20170227 0.15 1.42 0.28 0.020 0.021 495 363 26

150 150 6.35 12.19 30 10.579 TF20170225 0.16 1.41 0.28 0.021 0.019 495 365 26

200 200 12.7 12.19 21 19.409 TF20170227 0.14 1.41 0.28 0.019 0.020 500 365 25

200 200 6.35 12.19 12 5.691 TF20170227 0.16 1.38 0.28 0.017 0.024 495 365 26

200 200 7.94 12.19 3 1.768 TF20170227 0.15 1.38 0.28 0.019 0.022 510 365 26

180 180 9.53 12.19 11 6.926 RF20170225 0.13 1.38 0.28 0.020 0.021 495 365 26

145 62.760TOTAL

WE HEREBY CERTIFY THAT THE MATERIAL HEREIN HAS BEEN TESTED IN ACCORDANCE WITH ABOVE SPECIFICATIONS AND THE RESULTS OF ALL TESTS ARE

ACCEPTABLE

SIGNED BY: TIANJIN YOUFA INTERNATIONAL TRADE CO.,LTD
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