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Test tem:Chermienl Cnmosilon Analysis

Note: The above test project was carmied out by the other laboratory hn SGS group.

Test Method .
Element Cu

Result,% 99.95

Sample photo
* End of report**

The test report shall only be used for clients'scientilic research, teaching. Intemal quality conro,
product research and development, et.. and just for internal relerence.
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