CERTIFICATE OF ANALYSIS

77 b AL FR PaE LR aRiif:S k=) 20250113
Product Name GPC Batch No.
HURE b R JE 5 PR 1-5mm
Sample Site warehouse Specification
Yacke: H 341 20250113 e H 3 20250113
Acceptance Date Report Date
oI H Hedh (DESELES
Test Item Data Test Result
PR LN ENRTREN i e
Appearance Black solid Complies
[#] 5E Btk =98.5% 99.2%
Fixed Carbon
i =0.05% 0.048%
Sulfur
Koy =0.5% 0.3%
Ash
R Y =0.7% 0.6%
Volatile Matter
Ky =0.3% 0.3%
Moisture
Gk WEKRT, 5RO
Conclusion Product conforms to specification
k57 T RRSIN
Examination Clerk | /Ml Reviewer | 5KJ64: | Quality Director | #£7%F




